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Abstract— The key element of the current investigation work is the illustration of the experimental setup and 

procedure for rheocasting experiments by means of stirrer for molten Al alloy and suitable instrumentation to realise 

the same. In this work, a physical process is considered which represents a rheocasting process in presence of 

electromagnetic stirring. This includes a comprehensive description showing details of the various rheocasting mould 

components, snapshot of physical rheocasting mould used for experiments and snapshot of mould cooling with water 

jet impingement. It also describes the variables which affect the phenomena during processing. In addition, variable 

viscosity is used to represent the fluid as semisolid slurry. The standard safety measures are also followed in the 

current experimental technique by keeping in view all the relevant facets. 
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I. INTRODUCTION 

 

Among all the solidification practices, the rheocasting exercise in presence of electromagnetic stirring is distinctive one on 

account of the near net shape together with the productivity. It uses a variable viscosity of slurry in the transport process to 

represent the fluid as semisolid slurry. In the solidification process used in the present research, a cylindrical mould is 

considered for production of a rheocast billet of 100 mm diameter and 500 mm length. The mould consists of two parts. 

The upper part of the mould is surrounded by a linear electromagnetic stirrer of 350 mm length, which is the zone of 

active stirring. The lower part of the mould (150 mm length) is used to cool the liquid metal. In the upper portion of the 

mould, an electrically non-conducting clay graphite crucible and vacuum chamber surrounding the mould are constructed, 

with the aim of minimizing the radial heat transfer. The top surface of the mould is open to atmosphere whereas the 

bottom surface is closed by an adiabatic ceramic plate. Based on the physical problem described above, a 2D 

axisymmetric geometry is considered for numerical simulation. In the present research, molten A356 Al alloy having 

7.32 % Si is chosen for solidification processing in presence of electromagnetic stirring, which is commonly used for 

casting applications. The initial temperature of the alloy is 623°C. A water (or air) cooled stainless steel mould is 

introduced at the bottom of the refractory tube for removing heat (q) from the molten Al alloy. 

 

II. DESCRIPTION OF RHEOCASTING MOULD 

 

The rheocast mould is designed to cast a cylindrical billet of 100 mm diameter, which falls within the range of billet 

diameters generally used in die casting machines for SSF. Figure 1 represents the CAD model showing details of the 

rheocasting mould and figure 2 shows a photograph of the rheocasting mould used for experiments. The rheocasting 

mould assembly consists of two parts. The top portion surrounded by the EMS is the zone of active stirring wherein the 

electromagnetic force field stirs the molten metal. The bottom portion of the mould is outside the zone of active stirring, 

and is cooled externally by jets of water or air, depending on the cooling rate desired. The material for the top part of 

mould should preferably be an insulator (electrical as well as thermal insulator). Low electrical conductivity will result in 

deep penetration of the electromagnetic forces and low thermal conductivity will reduce radial heat transfer, thus 

preventing solidification from the sides. In addition, a vacuum chamber surrounding the mould further reduces radial heat 

transfer from the metal. The vacuum chamber thus provides a thermal shield and isolates the mould from the linear EMS. 

This arrangement will allow active control of cooling of the metal from the bottom of the mould. Since the high 

temperature molten aluminium at comes in contact with the cold mould surface, the mould material should have high 

thermal shock resistance. In addition, the material should be non-wetting to liquid aluminium. Among the engineering 

refractory materials available, graphite is the most suitable option for such an application.  
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A certain proportion of clay is mixed to improve mechanical properties and to reduce electrical conductivity. In order to 

prevent oxidation, the graphite mould is pre-coated with anti-oxidation coating on the outside and boron nitride on the 

inside.  A standard practice is to provide a taper in the mould to aid easy extraction of the casting at the end of the 

experiment (refer to CAD model of figure 1). Accordingly, the mould is tapered at ∼ 8° towards the top.  Hence, in the 

present case, the diameter at the mouth of the crucible is set to 95 mm. The graphite mould is kept in an SS 304 (non-

magnetic) seamless tube of 125 mm inner diameter and 5 mm wall thickness to retain structural integrity. Additionally, 

any inadvertent crack of the mould will give rise to internal breakdown into the liquid metal chamber. 

 

 

 

 

Fig 1. CAD model showing details of rheocasting mould 

 

The bottom part of the mould is a region of active cooling. This portion is principally made of metal to attain high cooling 

rates. In this zone, the metal cools down rapidly to form a solid mass which, in turn, will extract heat from the molten 

column of liquid metal above it. It is also outside the zone of the electromagnetic field. Fluid motion in this zone may take 

place owing to the inertia of the molten metal column on top of it. Ideally, mould design should be such that a stable solid-

liquid interface advances from the bottom to the top, and the dendrites at the interface are fragmented under the action of 

EMS.   A tapered stump is provided at the bottom end of the mould to prevent the metal from leaking out during the 

experiment. The stump is removed at the end of the experiment to eject the rheocast billet. The taper of top portion of the 

mould is extended into this zone and continued up to the bottom end of the mould.  Molten aluminium is highly reactive. 

It can react with the steel surface of the mould to form intermetallic compounds. To prevent this, the inner surface of the 

mould that comes in contact with molten metal is given an anticorrosive refractory coating (Zirconium oxide) of about 100 

microns. Additionally, the refractory coating prevents the metal from sticking to the mould surface.   The inlet of the 

coolant (water or air, as the case may be) is near the top of the active cooling zone of the mould. In case of water, the flow 

is by the action of gravity towards the outlet. This arrangement ensures that there is no static pressure build-up and that the 

flow is in the direction of natural potential gradient. In the improbable case of even a slight leakage at the gaskets/seals, 

the above system will stop entry of water into the liquid metal chamber. 
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Fig 2. Photograph of rheocasting mould used for experiments 

 

III. THERMAL FACET OF MOULD COOLING ARRANGEMENT 

 

The whole mould assembly principally behaves like a container for the liquid metal to be stirred by the linear EMS. Its 

design permits control of the solidification rate such that a semisolid casting is produced. Further, the thermal design must 

ensure rapid cool down of the solidified casting. It is recommended in the literature that the cooling rate of the molten 

metal in the phase change regime needs to be in the range of 0.01 to 0.5°C/s.   Stainless steel is chosen as the mould 

material because of its low thermal conductivity, low thermal diffusivity, and good thermo-structural integrity in the 

operating range of temperature. The thickness is chosen such that either water or air can be used as coolants without 

excessive temperature rise. Based on these features, a wall thickness of 20 mm is chosen for the mould.  The outer surface 

of the bottom portion of the mould is cooled with water or air exiting from 64 jets of 4 mm diameter at the mid height of 

the mould. These jets impinge the mould surface at an angle of 60° to the vertical. A photograph of the actual mould jet 

impingement flow for a water flow rate of 20 litres/min is shown in figure 3. This arrangement is observed to provide a 

heat transfer coefficient in the range 1500-6000 W/m
2
K with a moderate temperature increase in the range of 2-5°C for a 

water flow rate of 20 lit/min. In the case of air cooling, the related heat transfer coefficient is around 200 W/m
2
K, and the 

temperature increase is around 150°C for a flow rate of 100 litres/min at a pressure of about 4 bar. 

 

 

Fig 3. Photograph of mould with water jet impingement observed at water flow rate of 20 lpm 
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IV. CONCLUSIONS 

 

In this investigational work, the fundamental practices of rheocasting experiments are very well demonstrated. This 

includes a description of the schematic of the experimental setup (involving graphite crucible, vacuum chamber, linear 

electromagnetic stirrer and mould cooling arrangement), key physical process parameters (such as semisolid slurry 

viscosity, stirring intensity and cooling rate), CAD model showing details about the exploded view of the various 

rheocasting mould components, photograph of designed and fabricated rheocasting mould used for experiments, 

photograph of mould cooling system (involving both CAD model of mould cooling with jet impingement and photograph 

of mould cooling with water jet impingement obtained at a water flow rate of 20 lpm). The usual safety measures are also 

followed in the experimental practices with keeping in view all the associated features. 
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